Test Report

No.: CANEC23015976103 Date: Dec 15, 2023
Client Name: ZHONGYI INK & PAINT CO.,LTD. TRIANGLE BRANCH
Client Address: 13 FUZE ROAD, SANJIAO TOWN, ZHONGSHAN CITY GUANGDONG,CHINA
Sample Name: water based ink
Client Ref. Information: WG-TH. WG-PP. WG-ABS. AY. AF. WG. SV. SN. GT. TD.

PU.
NY. NF. NS. LA. MD. PVC. LK. WN. WX, WFC. WTPU. WPC.
WEVA. EW. KN. Yellow. Blue. Red. Black. PET. WGN,WY

The above sample(s) and information were provided by the client.

SGS Job No.:

Sample Receiving Date:

Testing Period:
Test Requested:
Test Method(s):
Test Result(s):

GZP23-021408

Dec 07, 2023

Dec 07, 2023 ~ Dec 15, 2023

Select test(s) as requested by the client.
Please refer to next page(s).

Please refer to next page(s).

Test Requirement

Conclusion

Decree of April 13, 2022 (Arrété du 13 avril 2022, the Decree) - Mineral oil

Pass

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

All?e Chen

Allie Chen
Approved Signatory
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Unless otherwise agreed in writing, this documen! is issued by the Company sub]ecl to its General Conditions of Service printed overleaf,
available on request or accessible at m, n nditi Attention is drawn to the limitation of liability,
indemnification and jurisdiction issues defned thereln Any holder of thls document is adwsed that information contained hereon reflects
the Company’s findings at the time of its intervention only and within the limits of Client's instructions, if any. The Company's sole
responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations
under the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any
unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted
to the fullest extent of the law. Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.
Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755) 8307 1443,
or email: CN.Doccheck@sgs.com
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Test Report No.: CANEC23015976103 Date: Dec 15, 2023 Page 2 of 3

Test Result(s):

Test Part Description:
SN ID Sample No. SGS Sample ID Description
SN1 A2 CAN23-0159761-0001.C002 Mauve paste
Remarks:

(1) 1 mg/kg =1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “” = Not Regulated

Decree of April 13, 2022 (Arrété du 13 avril 2022, the Decree) - Mineral oil

Test Method: With reference to JRC GL 2019(JRC115694), analysis was performed by GC-FID/MS.

Test ltem(s) Limit Unit(s) MDL A2

MOSH(C16-C35) - mg/kg 5 ND

MOAH(1-7 aromatic rings) 10000 mg/kg 5 ND

MOAH(3-7 aromatic rings) - mg/kg 1 ND

Conclusion Pass
Notes:

Decree of April 13, 2022 (Arrété du 13 avril 2022, the Decree), specifying the substances contained in
mineral oils whose use is prohibited on packaging and printing intended for the public

The limit of mineral oil in printing ink:
Substance Effective Date
2023-1-1 2025-1-1
MOSH (C16~C35) / 0.1%
MOAH(1-7 aromatic rings) 0.1%
MOAH (1-7 aromatic rings) 1% —
MOAH(3-7 aromatic rings) 1ppm

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted
to the fullest extent of the law. Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.
Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755) 8307 1443,
or email: CN.Doccheck@sgs.com
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Test Report No.:. CANEC23015976103 Date: Dec 15, 2023 Page 3 of 3
Sample Photo:

1 1) 7 3 7 40 5 G
Saren, K A A

CAN23-0159761-0001.C002

SGS authenticate the photo on original report only
*** End of Report ***
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